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LANGFANG DELIKAITE INTERNATIONAL TRADING CO., LTD .

ROOM1004, UNIT1, BUILDINGF, JINYUANROAD, ECONOMIC AND TECHNOLOGICAL DEVELOPMENT, 

LANGFANG CITY

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : CHAIR .

SGS Job No. : SHHL2003506298IP - SH .

Buyer :. COSCO HOME & OFFICE PRODUCTS .

Item No. :. 87817CHC4E 87814CHC2E 87818CHC4E 87819CHC2E .

Manufacturer : . LANGFANG DELIKAITE INTERNATIONAL TRADING CO., LTD .

Supplier :. LANGFANG DELIKAITE INTERNATIONAL TRADING CO., LTD .

Country of Origin : . PRC.

Country of Destination : . USA.

Date of Sample Received : . 17 Mar 2020.

17 Mar 2020 - 20 Mar 2020 .Testing Period : .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

Lead and Cadmium Content---Substrates Category IV . PASS.

Phthalate content . PASS.

Lucia Liu.

Approved Signatory . . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA20-033385.001 Dark grey plastic (87817) .

Remarks :

                 (1) 1 mg/kg = 0.0001%

                 (2) MDL = Method Detection Limit

                 (3) ND = Not Detected ( < MDL )

                 (4) "-" = Not Regulated

Lead and Cadmium Content---Substrates Category IV.

Test Method : . Acid digestion method.Analysis was performed by ICP-OES. .

MDLTest Item(s). Limit. Unit. 001.

Lead (Pb). 100 mg/kg. 5 ND

Cadmium (Cd) . 40 mg/kg. 5 ND

Conclusion. PASS

Notes :.

(1) The maximum permissible limit is quoted from the client requirement. .

Phthalate content.

Test Method : . With reference to CPSC-CH-C1001-09.3, analysis was performed by GC-MS .

MDLCAS NO.Test Item(s). Limit. Unit. 001.

Dibutyl Phthalate (DBP) . 84-74-2. 0.1 %. 0.003 ND

Benzylbutyl Phthalate (BBP) . 85-68-7. 0.1 %. 0.003 ND

Bis-(2-ethylhexyl) Phthalate 

(DEHP).

117-81-7. 0.1 %. 0.003 ND

Diisononyl Phthalate (DINP) . 28553-12-0

/68515-48-0.

0.1. %. 0.01 ND

Di-n-octyl Phthalate (DNOP) . 117-84-0. 0.1 %. 0.003 ND

Diisodecyl Phthalate (DIDP) . 26761-40-0

/68515-49-1.

0.1 %. 0.01 ND
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MDLCAS NO.Test Item(s). Limit. Unit. 001.

Di-n-hexyl Phthalate (DnHP) . 84-75-3. 0.1. %. 0.003 ND

Diisobutyl Phthalate (DIBP) . 84-69-5. 0.1 %. 0.003 ND

Di-n-pentyl Phthalates 

(DPENP).

131-18-0. 0.1 %. 0.003 ND

Dicyclohexyl Phthalate (DCHP) . 84-61-7. 0.1 %. 0.003 ND

Diisooctyl Phthalate (DiOP) . 27554-26-3. 0.1 %. 0.003 ND

Conclusion. PASS

Notes :.

(1) The maximum permissible limit is quoted from the client requirement .



Test Report. No. SHAIP2003338501  Date: 20 Mar 2020 . Page 4 of 4.

Sample photo: .

SHAIP2003338501

SHA20-033385.001 .

SHAIP2003338501

.

SGS authenticate the photo on original report only .

*** End of Report *** .
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