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Client Name : ZHEJIANG QIANGSHENG FURNITURE CO., LTD
Client Address : TANGPU INDUSTRICAL ZONE, ANJI COUNTRY, ZHEJIANG PROVINCE, CHINA.

Sample Name : PLYWOOD

Buyer : KINGFISHER
Country of Origin : CHINA

Client Ref. Information : SEE ATTACHMENT

The above sample(s) and information were provided by the client.

SGS Job No. : SHHL2201005118FT - SH
SGS Ref No. : AJHL22010003130T
Date of Sample Received : 29 Jan 2022
Testing Period : 29 Jan 2022 - 04 Mar 2022
Test Requested : Selected test(s) as requested by client.
Test Method : Please refer to next page(s).
Test Results : Please refer to next page(s).
Result Summary :
Test Requested Conclusion
Formaldehyde Emission See Results

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.

scan to see the report
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Danna Ji SHANG2202001201

Approved Signatory
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Test Report No. SHAHG2202001201 Date: 04 Mar 2022

Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
SN1 SHA22-020012.001  Natural color plywood
Remarks :

(1) 1 mg/kg = 0.0001%

(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

Formaldehyde Emission

Test Method :  With reference to EN 717-1:2004,analysis was performed by UV-Vis.

Test Item(s Unit MDL o1
Formaldehyde Emission (In air) mg/m®  0.080 ND
Notes :

(1) Reference Limit: EN13986:2004(E)
(2) Formaldehyde class E1: <0.124 mg/m? air
Formaldehyde class E2: >0.124 mg/m? air
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ATTACHMENT:

EAN NO:

5059340620534 5059340620497 5059340620510 5059340620527 5059340620602
5059340620619 5059340620688 5059340620695 5059340620671 5059340620558
5059340620541 5059340620589 5059340620565 5059340620572 5059340620596
5059340620466 5059340620480 5059340620473 5059340620657 5059340620640
5059340620664

SUPPLIER PRODUCT CODE :

QS-D4375, D4376, D4378, D4379, D4380, D4392-1, D1425, D1426

Sample photo:

SHA22-020012.001

SGS authenticate the photo on original report only

*** End of Report ***
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