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DOREL HOME FURNISHINGS EUROPE LTD 

ALPHASON HOUSE,244 SWAN LANE, HINDLEY GREEN, WIGAN WN2 4EY, UNITED KINGDOM 

 
 
The following sample(s) was / were submitted and identified on behalf of the client as: 

Sample Description  5MM THICKNESS GLASS PANEL 

Style / Item No. 88529BGYEUK&88647GLGEUK&88287BGYECLUK 

Buyer Name DOREL HOME FURNISHINGS EUROPE LTD 

Supplier Name JIWEI LEISURE PRODUCTS CO LTD 

Manufacturer Name JIWEI LEISURE PRODUCTS CO LTD 

Country of Origin CHINA 

Country of Destination UK 

Sample Receiving Date NOV 06, 2020 

Test Performing Date NOV 06, 2020 TO NOV 10, 2020 

 
Test Result Summary 

Test(s) Requested Result(s) 

EN 12150‑1:2015+A1:2019, Clause 8 PASS 

Remark:  
1. This declaration of conformity is only based on the result of this laboratory activity, the impact of the 

uncertainty of the results was not included. 
2. For further details, please refer to the following page(s). 

 
 
Signed for and on behalf of 
SGS-CSTC Co., Ltd. Anji Branch 

 
______________________ 
David Fan 
Approved Signatory 
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Test Conducted: EN 12150 ‑‑‑‑1:2015+A1:2019 Glass in building — Thermally toughen ed soda lime silicate 

safety glass Part 1: Definition and description  
 

Sample Information: 

Length: 1100 mm Width: 360 mm 

Thickness: 5 mm Weight: 4.8 kg 

    

 

Test Item:  Fragmentation test (Clause 8) 

Specimen No. 1 2 3 4 5 Requirement Rating 

Particle counted 88 85 91 79 84 ≥  40 PASS 

Length of longest 
particle (mm) 

17 12 16 15 19 ≤  100 PASS 

 

 
 
 
 
 
 

Photo Appendix 
 

 
Sample as received 

 

 
Specimen 1 (after test) 
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Specimen 2 (after test) 

 

 
Specimen 3 (after test) 

 
 

 
Specimen 4 (after test) 

 

 
Specimen 5 (after test) 

SGS authenticate the photo on original report only 

***End of Report*** 
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